SKY TOWER PUBLIC COMPANY LIMITED
ZINC COATING ON IRON AND STEEL
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PROJECT.: PULHAN 71U 18 TU CONTRACT NO.
OWNER. : CUSTOMER. : UTNN afa na 9100
JOB NO. 082/A04055 DATE. 30.10.2025 SHEET : i/1
ARTICLE.:  Angles, Plates STANDARD ASTM-A123 /A123 M
Bolts/Nut ASTM-A153 /A153 M
METHOD MAGNETIC THICKNESS, GAUGE MEASUREMENT.
ITEM THICKNESS OF COATING ( Jim)
DESCRIPTION TEST POINT TOTAL RESULT
No AVERAGE
1 2 3 4 5 AVERAGE
143 167 154 137 126 145
1 |ezunsaudndn XS-42 PO2025100071 160 159 159 135 137 150 146 Pass
12pcs. 126 154 137 142 152 142
127 159 123 129 144 136
2 [erunsamdndn XS-63 133 146 138 137 156 142 139 Pass
Bpcs. 140 139 117 148 153 139
STANDARD : ASTM - A123/A 123M (17] D, -
STEEL CATEGORY T<1.6 16t03.2 321048 | >4810<64 | 72641016 T>16 AVERAGE 54 MICRON (& > 9.52 MM. & T > 4.76 MM.}
STRUCTURAL SHAPES 45 65 75 75 100 100 AVERAGE 43 MICRON (< 9.52 MM. & T < 4.76 MM}
STRIP AND BAR 45 65 75 75 75 100
PLATE 45 65 75 75 75 100 CL
PIPE AND TUBING 45 45 75 75 75 75 3 F . m{ 60?\?‘ \,
WIRE 35 50 60 65 80 80 JIEF B’
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